INSPECTION CERTIFICATE

TO : TTM-Sterling

15407
166 Manhae-ro, Danwon-gu, Ansan-si,
Gyeonggi-do, Republic of Korea

PRODUCT : IJR-3000 TR208017

TAIYO INK MFG.CO.,(KOREA) LTD.
TEL (031) 491-9250~2
FAX (031)491-7671

LOT NO :20230608211

QUANTITY : 4EA
Property Test Method Specification Result

Appearance T-C-006 Visual Inspection PASS
. . T-C-002

Viscosity Visoco Tester, 5 rpm / 50C 8.0 ~ 14.0 cPs 9.6

. T-A-B012 .

Adhesion Cross cut 10 X 10 100/100 No Peeling PASS

X T-A-B013 The copper must not be PASS

Pencil Hardness > HB / On copper seen ()
S T-A-B020

Strippability ) . No ink residue PASS

Z2min, 2wt% NaOH 50°C dipping

This is to certify that the above mentioned product(s) has duly complied with the requirements of our Quality
Conformance Tests, conducted prior to Ex-factory

TEST DATE _: 2023. 06. 09

MANAGER : haenase




