INV. No.

To

INSPECTION CERTIFICATE

IJSR TR72806

Lot No. 1031615

TAIYO INK MFG. CO., LTD.
900 Hirasawa, Ranzan-machi, Hiki-gun,
Saitama 355-0215, Japan

PCB Material Dept.

TEL +81+493-+61-2728

General Judgment

PASS

March,16, 2021

Item Test method Specifications Result
Appearance Visual inspection Light yellow liquid Pass
Cone Plate Type Viscometer .
Viscosity (Just after production) 3\?1%2 mPa-S 26 da.C 36mPa-S
TAIYO Intemal Test Method (GIP-004AH) | (At100min eg.C)
Ring method
Surface tension TAIYO Intemal Test Method (GIP-045AA) 28+£3.0mN/m 28.0 mN/m
Remark;
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